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   APLUS TRADERS PTY LTD. 

 

The following sample(s) was/were submitted and identified by the client as: 

Sample Description : SPC FLOORING 

Sample Receiving Date : Mar. 29, 2025 

Testing Period : Mar. 29, 2025 TO Apr. 12, 2025 

Testing Location : 3RD BUILDING, LANE 3999, XIUPU ROAD, PUDONG 

NEW AREA, SHANGHAI 

Test Performed : SELECTED TEST(S) AS REQUESTED BY APPLICANT 

Test Requested  : RESILIENT AND LAMINATE FLOORING COVERINGS  

CASTOR CHAIR TEST (EN 425:2002) 

Test Result(s) : FOR FURTHER DETAILS, PLEASE REFER TO THE 

FOLLOWING PAGE(S) 

Conclusion : THE SUBMITTED SAMPLE MET THE 

TEST REQUIREMENT. 

 

************ 

Signed for and on behalf of 

SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd. 

 

Yomoro Gu 

Authorized Signatory 
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Test Conducted: 

Resilient and laminate floor coverings — Castor chair test (EN 425:2002) 

 

Test 
Property Test procedures/requirements Rating/ Result 

 

 

 

 

 

 

 

 

Castor 

chair test 

(EN 

425:2002) 

1. Condition the test pieces at a temperature of (23±2) ℃ and 
relative humidity (50±5) % for a minimum of 24 h. 

2. Inspect the surface of the castors, if necessary，clean 
them with a cotton pad impregnated with denatured ethanol, 

and dry them. Pre-clean the test piece with a vacuum 

cleaner. 

3. Fix the base for the test piece on the circular plate, and lower 

the triangular platform to allow the castors to come into 

contact with the test piece. Preset the counter for 25000 

revolutions of the plate and set the apparatus in motion with 

the suction device being operated continuously. 
4. Carry out the test within the temperature range of 18 ℃ to 

25 ℃. 
5. At the end of the test, examine the test piece for 

appearance change from a distance of approximately 800 

mm at an approximate angle of 45o and from all directions 

by slowly rotating the viewing table. 

6. Record any damage caused by detachment of layers, opening 

of joints, or crazing. Ignore any flattening or change in 

appearance, e.g. change in gloss. 

 

 

 

 

 

 

 

 

 

Pass 

No damage was 

found after test 
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Sample Photo:  

Test sample (front side) 

 
Test sample (back side) 

 

SGS authenticate the photo on original report only 

 

***End of Report*** 


